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5o %] |Grade No. NTM100 | NTM220 | NTM460

2k B ¥ %|Viscosity Grade, ISO VG 100 220 460

W # |Sp. Gr., 15.6°C/15.6°C, D4052 0.8730 0.8881 0.9015

b R |Viscosity, Kin., cSt @407, D445 91.07 218.5 452.1
@100°C, D445 10.51 19.11 29.93

#* R dp ¥|Viscosity Index, D2270 97 96 95

- ¥  BLPour Point, C, D6749 221 -12 -12

28 R 2t Flash Point, COC, C, D92 260 270 308

)3 ¢ |Color, D1500 L0.5 2.5 L3.5

i # |Acid Number, mg KOH/g, D664 0.62 0.19 0.19

7 4 # H|Rust Prevention, D665A pass pass pass

k& 3t 1 |Water Separability, 82°C, 40-37-3 , min, D1401 5 5 10

4 % JF 4 |Copper Corrosion, 100°C,3hrs,D130 la 1b 1b

FZG # #3#%|FZG, Failure Load Stage, D5182 >12 >12 >12

2 3% #& B 3 %|Four Ball EP, Welding Point, kg ,D2783 160 - -

RBOT # i*#£2/4|Oxidation Stability, min, D2272 554 - --

A & Y % Product No. LA73100 | LA73220 | LA73460
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